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ABSTRACT

Nonde structive evaluation investigations have been conducted of
surface entering fatigue cracks in rod—shaped tensile specimens of
AISI 4340 and HY 180 steels. To alleviate the need for constant manual
monitoring of the fa tigue machine for specimens requiring many stress
cycle s, an automated monitoring capability based on dete ction of fatigue
cracks by surface wave ultrasonics was fabricated. Fatigue cracks up
to 0. 050-in. -long were studied using magnetic perturbation, surface wave
ultrasonics and Barkhausen noise analysis.  Results showed the minimum
dete ctable flaw size in HY 180 steel using surface wave ultrasonics to be
2 to 3 times the minimum size detectable in AISI 4340 steel. Also an
applied load is necessary to ultrasonically detect fatigue cracks as long
as 0. 030-in, in HY 180. Extensive magnetic perturbation measurements
were made on an AISI 4340 steel specimen cycled near yield. Attempts
to interpret  the behavior of the signal amplitude with app lied static stress
in terms of available closure models were not entirely successful. m di-
cations are that the effect of plastic deformation in the vicinity of the
crack on the magnetic perturbation signal must be taken into account.
The magnetic perturbation signal peak separation was found to depend
on crack length in a nonlinear fashion and to be affected b y the plastic
zones at the crack tips . Other investigations conducted included fracto-
graphy to study the f racture  surfaces and fatigue crack initiation sites in
AISI 4340 and HY 180 , microhardness measurements of plastic zone s,
and extension of an analytical model for calculation of magnetic leakage
fields from surface entering fati gue cracks.
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I. INTRODUCTION AND SUMMARY

As is well known, materials used in aerospace vehicles and com-
ponents a re  never perfect , but contain varying numbers and distributions
of inhe rent flaw s as well as fabrication defects .  Additionally, operational
service introduces other defects suc h as fati gue c racks and also detrimental
residual s t ress  distribution s. The occurrence of these defects is a critical
factor controlling the design and life cycle cost of modern aerospace struc-
tures .  Thus , it is important to understand these defects and s t resses  and
how they influence material properties and performance in order  to assess
structural  airframe and engine subsystem integri ty. Basic to a more corn -
plete understanding of the influence of material defects are  methods and
techniques for  nondestruct ive evaluation (NDE). Wha t is needed are  quan-
titative NDE capabilities to characterize defects in te rms of type , location ,
number dis t r ibut ion, size , shape , and associated residual s tresses.  Such
knowledge is necessary  in modern aerospace desi gn philosophy whereby
f r ac tu r e  mechanics analysis  is used to configure  a safe s t ruc tu re  even thoug h
flaws are  present .

In recognition of the importance of obtaining quantitative informat ion
on defects , emphasis of the fati gue evaluation program at Southwest Research
Institute has been on investigating NDE technique s for  quantitative charac-
terization of fati gue crack parameters to enable an assessment of the crack
criticality by f rac tu re  mechanics analysis .  The NDE methods used have been
magnetic perturbation, surface wave ul t rasonics, Barkhausen noise analysis ,

• electri c cur ren t  injection , and AC four-contact  electric probe. The general
methodology consists of fati gue cycling carefull y prepared notch-free, rod -
type , tensile specimens and correlating direc tly measured and /o r  calculated
crack parameters , such as: crack length , crack opening displacement,

• crack interface area , crack depth , and the residual s t ress  field and plastic
deformation in the immediate vicinity of the crack with results  of the NDE
investigations. Crack parameters are determined directly by optical micro-
scopy , scanning electron microscope examination cf plasti c replicas ,
fractography and microhardu ess  measurements .  In addition to experimental
investigations , analy tical efforts  have been directed toward developing rnathe -.
matical model s functionally relating the NDE signatures with crack character-
istics.

The contract period dovered by thi s Final Report  extends from
1 January 1975 throug h 30 September 1977; however , the f i r s t  two years

• of thi s period are covered by Inte rim Repo rt s issued in March 1976 and
F~ bruary  1977 , respectively. Therefore , this report will emphasize results
ofbtained dur ing  the latter nine months of the contract period , and will only
summar ize  resul ts  from the two Inte rim Reports .  One correct ion pertaining
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to the February 1977 Interim Report should be noted. The material
• described in tha t report as AF 1410 , was in fact  HY 180 steel. An errata

is included as A ppendix A in this report.

Magnetic perturbation and surface wave ultrasonic measurements
were  performed on steel specimens of AISI 4340 and HY 180. Since the
HY 180 is produced by vacuum induct ion melting /vacuum arc remelting
( VIM / VAR ),  it contains very few metallurgical inclusions and thus , a
large number of s t ress  cycles are needed to generate fati gue cracks in
smooth specimens. To alleviate the need for constant manual monitoring
of the specimen during s t ress  cycling , an electronic system was desi gned
and installed to automatically and continuously monitor six ultrasonic
surface wave t ransducers  mounted on the specimen.

Crack lengths up to 0. 050-in. -long were  grown in AISI 4340 and
HY 180 specimens. Compa rison of sur face  wave ultrasonics and magnetic

• perturbation NDE responses showed si gnificant differences  between the two
materials. The ultrasonic back ground noise was found to be somewhat
greater  in HY 180 so tha t the minimal detectabl e flaw size using surfac e
wave ul trasonics is approximately three  times the size flaw detectable in

• AISI 4340. Investigation of the mic ros t ruc tu re  of these two material s
revealed cha racte ristics which  may account for  the greater  back ground
noise in HY 180. For both ma terial s, the magnetic perturbation signal is

• composed of two components , a princi pal component and a smaller , broader ,
secondary ~ satellite ” component of opposite polarity (see Fi gure 2). The
satellite signatures were foun d to be much more prominent  in HY 180 than

• in AISI 4340 which may aid fati gue crack detection. Also , magnetic pertur-
bation resu l t s  on HY 180 indicate that earliest c rack  detection in th is
material is obtained under hig h magnetic field conditions , cont ra ry  to the
case for  AISI 4340 , and significant enhancement of detection is obtained by
applying load. Since much Air Force  inspection of magnetic materials is
performed using method s such as magnetic particles , the d i f f e ren t  magnetic
character is t ics  observed between HY 180 and AISI 4340 steel could have
important implications for  guiding establishment of fu tu re  inspection cri teria.

Investigation showed that once a crack is opened by applied load ,
the magnetic pe rturbation signal amplitude at the center of the crack is
linearly related to the c rack opening displacement (COD). The nonlinear
changes in signal amplitude that are observed at low loads may be inter-
preted in terms of signal contributions f rom the inclusion , and crack
closure effects. Results  obtained from an AISI 4340 steel specimen (S5)
cycled at a peak stress level near yiel d showed that the magnetic pertur-

• bation signal amplitude varied similarly with s t ress  for  all scan tracks
along the crack interface. A closure model for  center and ed ge notched
specimens indicates that the center of the crack should open f i r s t  under
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load , thus , the magnetic per tu rbation resul ts  imply that the closure effect
may be small for the specimen investigated. Since the specimen inves-
tigated was cycled at a hi gh s tress level , it is likely that the signals will
also be influenced by the heavily deformed plastic zones around the crack.

• Lack of an adequate anal yti cal mod el for  the effect of magneto-mechanical
interactions produced by plastic deformation on magnetic perturbation
signals precludes an analysis of the influence of the plastic zones at thi s
time .

Evidence was obtained indicating that the magnetic pe rturbation
signal peak separation may be influenced by plastic zone s associated with

• fatigue cracks.  Thi s conclusion is based upon observations that

( 1) the peak separati on is less for scans nea r the crack center
than for  those near the ti ps where  the s t ress  zone s are

• larger, and

(2) the peak separation near the crack tip va ries considerably
with crack length.

Details of the summary resul t s  presented above are  presented in
Section II of this report  along with supporting experimental evidence.
Additional background information on fatigue crack detection and charac-
terization may be found in earlier AFOSR Final Reports .  (1 , 2)

The promi sing resul ts  obtained to date indicate the importance of
these continuing efforts  for developing improved NDE methods for quanti-

. tative cha racterization of small flaws and fati gue cracks .  Abil i ty to
characterize fati gue cracks quantitatively in conjunction with f r ac tu re

• mechanics, should provide a scientific basis for assess ing the crit ical i ty
of detected c racks. Th i s  would be of great  importance to the Air  Force in

• relation to desi gn c r i t e r ia  for  s t ructural  configu ration s as well as an
improved basis for  maintenance decisions .

-- 
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II. EXPERIMENTAL PROCEDURES

• A. General

The basic experimental procedure consisted of initiating and
propagating fatigue cracks by cycling the specimens at selected values of
maximum uniaxial tensile stress (stress ratio R 0). For fati gue cycling,
a Double Unit Direct Stress Fatigue Testing Machine manufactured by the
Budd Company was used. During fatigue cycling the specimens were con-

• tinuously monitored using a pulse echo ultrasonic method and six 10 MHz
surface wave t ransducers  bonded to machined flats on the fatigue test

• specimens. After  initiation of a fati gue crack was noted in the ultrasonic
response , the largest  crack (in the case of more than one crack) ,  deter-
mined by measuring surface length with an optical microscope, was chosen
for fur the r investigation. At various stages of crack growth , the fati gue
machine was stopped , and both direct  labo ratory measurements and NDE
measurements  of crack parameters  were made. To provide information on
the influence of applied s t ress , measurements  were  made over a range of
applied static loads from zero  to the peak tensile load app lied dur ing fati gue
cycling. Where possible , crack parameters were obtained without  removing
the specimen from the fati gue machine. Direct crack length measurements
were made with an optical microscope, and surface photom icrog raphy
(approximately IOOX magnificat ion~ was performed to record the surface
crack geometry. In a few cases , plastic replicas were  made for  determina-
tion of the crack opening displacement using a scanning electron micro-
scope (SEM) .

To provide information on crack interface area and morphology,
macroscopic f ractograp hy was conducted on one AISI 4340 and one HY 180
steel specimen each of which had been st ress  cycled at 180 ksi. In addition ,
inf o rmation on the plastic zone size at the fati gue crack ti p was obtained
from microhardness  measurements  made on an AISI 4340 steel specime n
containing a 0. 050-in. -long surface entering crack. The center portion of
the specimen was sectioned and mounted so that polishing could be carried
out approximatel y normal to the crack plane. Polished sections were obtained
at dep th of 0. 001 -in. to 0. 002-in. , 0. 002-in,  to 0. 003-in. , and approxi-
mately 0. 010-in. At each depth a d~amond pyramid under a load of 0. 002 lb.
was used to obtain the microhardness  profile along t races  both normal and
parallel to the crack plane.

B. A pparatus

• Information regarding details of the fati gue machine and NDE
instrumentation has been reported previously. (3) A brief d iscuss ion of the
various NDE method s used in these investigations is g ive n in A ppendix B.

I 

• 

~

l .
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Because HY 180 steel is VIM/VA R processed , and thus, con-
tains very few metallurgical inclusions, it was antici pated tha t a large
number of s t ress  cycles would be necessary to gene rate fati gue cracks.
Therefore , an automatic monitoring capability for the s t ress  cycling machine
was designed and installed to alleviate the need for  constant manual moni-
toring of the specimen. A block diagram of the automatic monitoring system
for the fatigue machine is shown in Figure 1. Ultrasonic echoe s reflecting
from fati gue cracks and exceeding a preset  threshold level send an alarm
signal to the microcomputer.  Recognition of fatigue crack initiation by the
microcomputer results in a command to shut down the fati gue machine.
Pertinent information such as cycle count and alarm and the t ransducer
initiating the alarm is printed by a teletype terminal. The system can be
expanded for processing of ultrasonic signals , or other information, such
as magnetic perturbation signals and Barkha usen noise signals, by integra-

• tion with either a Tektronix 4051 Graphic Computing System or a Hewlett-
Packard 2100 Minicomputer availabl e for  thi s purpose.

C. Specimens

The specimens used in the experiments were  polished , rod-
type specimens of AISI 4340 steel and HY 180 steel. Six flats w e r e  machined
near one end of the specimens for  bonding of the ul trasonic t r a n s d u c e rs .
Af t e r  heat treatment, machining, and polishing, measurements showed the
AISI 4340 and the HY 180 steel specimens to have an average 0. 2% offset
tensile yield s t rength of 183 ksi and 183 . 6 ksi , respectively. Detail s of the
specimen prepa ration , heat treatment schedule , and the ave rage mechanical

• properties are given in A ppendix C.

Experimental procedures  specific to the various NDE method s
are briefl y described in the next section in conjunction with discuss ion of
experimental results .

I.. 

_
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III. RESULT S AND DISCUSSION

A. Analysis  of Magnetic Perturbation Results

Magnetic perturbation signal s were obtained with a small
Hall effect  probe (0. 001-in. x O. 004-in. ). The probe was mechanically
moved on a precise path along the specimen axi s (perpendicular  to the
crack interface)  by means of a scanning mechani sm. The width of the
scan track interrogated by the probe is not precisely known , but it is
probably no more than 0. 002-in. In general, prior to s t ress  cycling ,
the specimens were surveyed with the magnetic pertu rbation instrumen-
tation. The specimens were then stress cycled in tension to initiate
fati gue cracks.  The fati gue machine was stopped at various stages of
crack growth and for  each crack length magnetic pe rturbation measure-
ment s were  made at d i f ferent  values of applied static s t ress  up to the

• maximum cyclic s t ress .  Data were obtained with the specimen magnetized
nea rly to saturation using a magnetizing cur ren t  of 6. 0 amp (hereafter
r e fe r r ed  to as the “hi gh field” or HF condition) and also at a lower mag-
netizing cur ren t  of 0. 8 ampere (“low field” or LF condition). For each
crack length and applied s t ress , magnetic perturbation si gna tures  were
obtained f rom a number of adjacent t racks pe rpendicular to the crack
interface.  As reported previousl y (2) , the signature usually consists of
two components as shown in Figure 2. The signal parameters  ext racted
for analysis  were:

(1) princi pal signal amplitude
• (2)  satellite signal amplitude

(3) principal signal peak sepa ration
(4) satellite signal peak separation

All of the recorded data were reduced and plotted using a Tektronix 4051
• 

. 
Graphic Computing System.

1. Compa rison Between HY 180 and A ISI 4340 Steel
Specimens

Fi gure 3 presents characterist ic  magnetic perturbation
signatures  obtained at several locations along a 0. 025-in. -long fati gue crack
in AISI 4340 steel (Specimen 530) and also along a 0. 026-in. -long fatigue
crack in HY 18O steel (Specime n Hi) .  The crack shown in the illustration
was in the AISI 4340 specimen and the signatures  shown beneath the crack
were  obtained from thi s specimen. The signatures above the c rack photo-
graph were  obtained from the HY 180 specimen. Examination of these and
similar results  on cracks  of other lengths show s that there  are  si gnificant
d i f fe rences  in magnetic perturbation si gnature cha racteristics obtained from
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similar length cracks in HY 180 and .AISI 4340. For example, as can
be seen , the satellite si gnatures are much more prominent in HY 180
than in AISI 4340 steel. Previous results obtained from fati gue cracks
and artificially produced geometric discontinuities , such as electric-
discharge machined slots , in AISI 4340 steel , have indicated that the
satellite si gnatures may be associated with elastic and plastic strains~

4
~.

Since the magneto-elastic response of HY 180 may be considerably
different from AISI 4340 , the prominent satellite si gnatures in HY 180
could be an aid to fatigue crack detection.

Extension of the crack in Specimen Hi resulted in
a large increase in amplitude of the principal component but a very small
increase in the satellite amplitude. This is illustrated in Figure 4 which
show s selected signatures and a photograph obtained afte r the c rack in
Specimen Hi was propagated to a length of 0. 050-in. For the signature
at the center  of the c rack, the satellite amplitud e has increased only
slightly (300mV) compared with the satellite (240mV) when the crack was
only 0. 026-in, long (see Fi gure 3). By contrast , the principal component
has increased d ramatically; 207 5mV (Fi gure 4) compa red to 640m V
(Figure 3).

Prior resea rch  has confi rmed that earliest detection
of fati gue cracks in AISI 4340 steel is obtained under  relativel y low mag-
netic field condit ions(2) ; howeve r , the resul ts  on HY 180 indicate t hat
earliest c rack  detec t ion  in thi s material  is obtained u n d e r  hi g h ~~~ c on-
ditions , and si gnificant enhancement  of detection is obtained by apply ing
load. If these  prelimina ry resul ts  are  conf i rmed by more  extensive

• . experiments, they could be of si gnificance in providing guidance for  the
inspection of certain magnetic materials. For example , relativel y low
magnetic field conditions are cur ren t l y used in the inspection of many
parts using the magnetic particle inspection method. The results  obtained
here indicate that use of low field magnetizing c onditions for  magnetic
particle inspection of HY 180 components would result  in less than
optimum capability for  detecting fati gue c racks.

2. Relationship of Magnetic Perturbation Signal to
Crack Opening Displacement and Crack Length

Representative results for the variation of the magnetic
perturbation si gnal amplitude along the crack interface are shown in
Figure 5. These results are for a 0. 052-in. -long fatigue c rack in AISI 4340
steel (Specimen S5) with an applied static s t ress  of 180 ksi. In general ,
the satellite component is observed for  only a short  di stance beyond the
crack ti p, whereas , the principal component is observabl e well beyond the
crack tips. Previous investigations have explored the relationship between

IL ~~~~••~~~~~~ • -- • ~., 
•
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the magnetic pe rturbation signal amplitud e and the COD for various crack
lengths in several different  specimens. (4) It was found that a linear rela-
tionshi p exists  between the magnetic pertu rbation signal princi pal component
amplitude and the COD at the center of the crack (COD /max), and tha t for
crack lengths f rom 0. 030-in, to 0. 050-in, this relationship is approximately
independent of crack length.

An example of the relationship between the COD/ max
and the amplitudes of both the principal and satellite components is shown
in Fi gure  6 for AISI 4340 steel (Specimen S29). The data plotted are  the
magnetic pe rturbation si gnal amplitude (scan t rack over crack center;  HF
condition) versus  applied stati c tensile s t ress  ~~ expressed as a f rac t ion  of
the peak cyclic stress d”~. Within the elastic reg ion the crack length remains
unchanged as static load is applied to a specimen containing a fati gue crack
of a certain length. Since application of a saturating magnetic field mini-
mizes the influence of rnagnetostr ictive effects  (i. e .,  permeability variation),
these curves  i l lustrate mainly the influenc e of crack opening produced b y
the applied load on the magnetic perturbation si gnals. The same signal data
replotted in t e rms  of COD/ max as dete rmined by SEM measurements  of
plasti c replicas a re  presented in Figure  7. As shown , once COD /max equal s
approximately 50 x 1o 6 inch , the magnetic  per turba t ion  signal amplitude
of both the pr inci pal and sateliite components is linea rl y dependent on crack
opening. Prior to thi s threshold  value , the amplitude of the principal c orn-
ponent changes onl y sli g htly and the satellite component i~ not detectable
(satellite components have been observed on other specimens at small COD
level s, however) .  Note also in Figure  7 that the l inear relat ionship between
the magnetic pe r turbat ion signal amplitude and COD/max extrapolates to
zero for  th is  specimen. These results may be attributable to c losure  s t resses
which prevent  the crack f rom opening until the applied s t r e s s  becomes great
enoug h. However , as discussed in the next section , f u r t h e r  data on addi-
tional specimens fail s to ent i rely support  thi s explanation. Calculations of
the magnetic leakage fi eld caused by a void have shown that the magnetic
perturbation si gnal amplitude is linearly dependent on the air  vol ume of the
void. (5) Thus , the results obtained here suggest that the volume between
the crack interfaces is a linear function of COD /max.

3. Crack Closure Considerations

Crack closure refers  to the phenomenon noted by Elber
and others  in center-notched and ed ge-notched specimens, that once a crack
has experienced at least one com plete load cycle the crack reg ion near the
tip will remain closed for  a certain amount of tensile loa d upon reloading. (6)

• It is believed that closure of the crack interface at the crack  tips under no-
load is caused by residual compression stresses in the plastic enclaves.
Since these compression s t resses  prevent immediate opening of the crack
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as load is applied , it is plausible that thi s mechanism might partially
amount for  the nonlinea r change of the magnetic perturbation signal
amplitude with load found at low stress levels, In addition to c rack
closure , however , the inclusion is also expected to contribute to the
magnetic perturbation signal at low loads.

• As discussed in the previous section, the magnetic
perturbation signal amplitude changes slowly at first as the load is in-
creased and then varies linearly with COD/max beyond a certain load
level (see Figures 6 and 7). These results are consistent with an inter-
pretation in terms of crack closure.  Howeve r , the general  pattern of
magnetic perturbation si gnal amplitude change with load at diffe rent
positions along the crack interface in a specimen cycled at a high s tress

• level is not consistent with the usual conception of a closure model , at
least for  cente r and ed ge notched specimens, whereby the c rack is closed
by a pattern of residual s t resses  and strains at the crack tip. Since the
cente r of the c rack is fa r thes t  from the crack ti ps , it would be expected
to open f i r s t  under load before other positions on the crack interface open.
It would not , t he re fo re , be expected that all positions on the crack in ter -
face would be open at the same value of applied load unless  the closure
effect  was very small. In Figure 8 are plotted the ma gnetic pertu rbation
signal amplitude ve r sus  applied s t ress  for a 0. 030-in. -long c rack in
Specimen S5, cycled at at s tress level near yield , for a number of probe
scans along the crack interface.  In these plots the scan track locations is

- desi gnated in te rms of circumferential  degrees  around the specimen. A
one-degree increment  corresponds  to 2. 2 x l0~~ inch. The par t icular
tracks associated with the crack cente r and crack tips are indicated on the

• figure.  As can be seen, in most cases , the magnetic per turbat ion signal
• • amplitude behaves similarly with s t ress  for  all scan t racks  along the crack

interface, thus imply ing a small closure effect according to the model
discussed above. Thi s is in agreement with resul ts of acoustic investi ga-.

• tions which show the closure effect  to be small for  par t - th rough cracks
0. 103-in. -long in AISI 4340 steel. (7) In addition , if the enti re crack inter-
face were  closed under no-load then the magneti c perturbation signal
amplitudes for  the va rious scan tracks would be expected to all have
approximately the same value at zero load. Experimentally,  the magnetic
perturbation si gnal amplitude at no-load varies considerably along the
crack interface implying tha t some crack void may still exist at zero  load
possibly beneath a surface closure. Such a result  has been reported by
others for  throug h cracks.  (8)

It should be emphasized tha t the analysis  presented
here is based upon data obtained on a specimen cycled at a stress level
nea r y ield. Because of the hi gh s t ress  level involved , it  is expected that
magnetic pe rturbation signal s will also be influenced by the heavily de-

• 

- 

formed plastic zones around the crack, Similar expe riment s on specimens
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cycled at other stress levels are necessary to clarify the influence of
closure effects. Development of analytical models taking into account
changes in the magnetic cha racterist ics associated with magneto-
mechanical interactions will help provide a more complete explanation
for  the behavior of magnetic perturbat ion signal s in the vicinity of fati gue
cracks.

4. A nalysis  of Magnetic Perturbation Signal Peak
Separation

Measurements were  made of the separation between
the peaks of the magnetic perturbation signal ( refer  to Figure 2) in order
to explore the possible relationship between thi s parameter and the crack
geometry. In general , the peak separation of both the princ ipal and
satellite components is less at the inte rior regions of the crack than at
the tips , as shown in Figure 9 for Specimen S5. These results  are observed
consistently for all crack lengths and applied loads investigated. Althoug h
no detailed explanation has been developed at thi s time , these resul ts
suggest that peak separation may be related to stressed zone s around fati-
gue cracks.  This hypothesis is supported by the observation tha t for low
magnetic fields the variat ion in signa l peak sepa ration from inter ior  reg ions
of the crack to thc ti p is grea ter  than for  the hi g h field case (see Figure 9).

As is well documented by previous experiment s on non-
magnetic inclusion s in ferromagnet ic  alloys , there  is an approximately
linear relationship between magnetic perturbation peak sepa ration and
distance f rom the surface to the flaw centroid.  (9) To explore the applica-
bility of a similar relationship to fati gue cracks , the magnetic perturbation
signal peak separation was measured as a function of crack length on several
specimens. These results are plotted in Figure 10 through 12. The data
plotted in these fi gures  were  obtained for  scan t racks  over the centers  of
the cracks in Specimens S5, S29 , and S30 for  the high field condition. For
clarity , the estimated measurement e r ro r  bar is shown for  only one data
point in each fi gure.  Also , only the data for zero load and the maximum
applied static load are plotted for  specimens S5 and S30 , althoug h data
were also obtained for inte rmediate loads. No magneti c pe rturbation sig-
nals for  the inclusions in Specimens S5, S29 , and S30 were obtained pr ior
to crack initiation. Therefore , to obtain a more informative trend line for
the fati gue crack data , the ave rage peak separat ion typically observed for
inclusions from othe r investi gations (9) is shown at zero crack length in
Figures  10 throug h 13. The solid lines in Fi gures  10 throug h 13 were
drawn to indicate data t rends including the fa tigue c rack data and the in-
clusion data . It is apparent  f rom these resul ts  that peak separation is
dependent on crack length. Since the crack depth is d i rect ly proportional
to the length for  half-penny shaped cracks , the results reported here  imply
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tha t the magnetic perturbation signal peak separation is not simply linearly
related to the crack depth as it is for inclusions but rather by a more corn-
plex relationship. Additional re’~.ea rch is necessary to better define this
relationship for fati gue cracks .

In further exploring the behavior of the magnetic per-
turbation signal peak separation, Figure 13 shows this parameter obtained
along scan t racks  approximately 6 x 10 3 -in. inside the crack tips plotted

• against crack length for Specimen S5 which was cycled at a stress level
nea r y ield. Note tha t for these scan t racks  nea r the crack tips , the signal
pea k separat ion changes more with crack length than for  scan tracks over
the crack cer .ter (compare Figure  10), even thoug h the change in crack
depth with I*- ngth is greater at the center than at the tip. Because of the
high stress level at which the specimen investigated was cycled , the results
observed for the magnetic perturbation signal peak separation at the crack
tips may be associated with the severely worked plastic zones around the
fatigue crack. Thi s, however , has not yet been shown conclusivel y.

As is noted in the results presented in Figures 10 and
12 , within limits of the experimental measurem ents, the magnetic pertur-
bati on signal peak separation does not change as the applied s t ress  is
changed from zero to its maximum value. This resul t is shown more
clearly in the data presented in Figure 14 for Specimen S29. As  is  seen ,
the signal peak sepa ration is essentially independent of applied load despite
the fact t hat the magnetic perturbation signa l amplitude increases  by a
factor greater than 9 over the same range (see Figure  6).

The development of analytical models should provide
the basis for a more complete explanation of the behavior of magnetic
perturbation signals in terms of magneto-mechanical interactions in the
fatigue crack region. Initial attempt s at such a model will be described
in Section D.

B. Comparison of Ultrasonic Responses from HY 180 and
AISI 4340 Steel Specimens

Although only limited ultrasonic data were acquired , a com-
parison of the responses obtained from AISI 4340 with HY 180 shows
significant differences. Figure 15 shows a comparison between ultrasonic

pulse-echo reflections obtained from drilled holes 0. 02-in. -diameter by
0. 02-in. -deep in the two materials. Note that the signature from the hole
in HY 180 is slightly lower in amplitude than for the identical size hole in
AISI 4340; also, the background (material) noise in HY 180 is approximately
a factor of 2 to 3 times hig her in amplitude t han the back ground noise in

~~~~~~~~~~~~~~~~~~~~~ ~~~~~~~~~~~~~~~~
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AISI 4340. According ly, it can be concluded that the smallest siz e geo-
metric discontinuity detectable in HY 180 using ultrasonic surface waves
at 10 MHz is approximately 3 times the minimum flaw size detectable iii
AISI 4340.

Comparative ultrasonic results obtained from small fatigue
cracks are presented in Figures 16 and 17. For HY 180, analysis of the
ultrasonic records in Figure 16 indicates that a crack was first detected
at 846, 000 stress cycles (Record F); at this time the crack length, dete r-
mined by examination through the microscope , was approximatel y 0. 026-in.
Even with a crack thi s long, it was necessary to apply load to obtain a
detectable ultrasonic response; the no-load indication was nil (see Record E).
The crack was propagated and after 800 more cycles the signature in
Record H, was obtained; at this time the crack was approximately 0. 030-in.
1o~g. By compa ring Record G and H, it can be seen that for this crack length
al so, no ultrasonic signature is discernible above the background (material)
noise under no-load conditions and that it is still necessa ry to apply load to
detect the crack. Also, the ult rasonic background varies somewhat during
cycling and could prevent detection of small cracks based on observations
of slight d ynamic changes in specifi c background si gnatures.  A similar
sequence of records obtained from an AISI 4340 steel specimen is shown
in Figure 17. Note the prominent signatures  in Records F and H, and by
comparison the sli ght signature pointed out by the arrow in Record D. Also
not e the almost perfect repeatability of the back groun d si gnals. It is apparent
from Record G that even with no-load applied to the specimen, a prominent
si gnature is detected at 751 , 300 st ress  cycles when the crack is approximately
0.02-in,  long. At 731 , 200 s tress  cycles , examination of Records C and D
indicates a slight change in signal with and without loa d applied when the
crack is only 0. 0037-in, long, which is the limit of detection by ul t rasonic
surface waves with s t ress  applied .

These comparative resul t s  of ul trasonics experiments on
AISI 4340 and HY 180 indicate tha t while cracks 0. 025-in,  long can be
det ected by conventional pulse-echo surface wave techniques in AISI 4340
without applying load , in HY 180 , is is essential to apply load in order to
detect cracks even as long as 0. 030-in.

C. Metallurgical Investigations

1. Microstructure

Investigations were cond ucted to dete rmine whethe r
microstructural .  d ifferences could account for the variations in ult rasonic
and magnetic pe rturbation responses observed between HY 180 and AISI 4340
st ’els. Sections were taken from the heat treated steels and were polished 
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and etched in nital . The resulting microstructures are shown in Figure 18.
As would be expected on the basis of the prescribed heat treatm ents (see
Appendix C) the AISI 4340 microstructure consists of tempered martensite
while the HY 180 steel is bainitic. In the latter case, the bainite colonies
appear to delineate the prior  austenite boundaries.

There are several differences between martensite and
bainite which may account for the different NDE responses observed. While
bainite like martensi te  is a dispersion of minute particles of carbide in
fe r r i t e  as a continuous matrix, the f e r r i t e  of bainite is cubic in s t ruc ture,
not tetragonal as is martensite.  Bainite , moreover, forms comparatively
slowly by nucleation and growth at constant temperature, unlike martensite
which forms almost instantly during a rapidly falling tempe rature. For
this reason bainite tend s to be f ree  of microc racks. In many bainitic steels
the cementite can preci pitate within the f e r r i t e  laths as well as along the
boundaries; cementite in tempered marten site is located totally at martensite
plate boundaries. The habit planes for cementite formation often diffe r for
bainite and mar tens i te .  Finally, the bainiti c cern eritite s t ructure  seems to
be more “blocky ” , like very fine pea rlite , than the martensite micros t ruc ture
of continuous carbide sheets adjacent to the laths.

Any or all of these micros t ruc tura l  considerations could
possibly contribute to the observed differences in the acoustic and magneti c
propert ies  between AISI 4340 and HY 180 steels. For example, the “blocky ”
cementite s t ruc ture  in HY 180 and the tendency for the cementite to preci-
pitate within the fe r r i t e  laths , could contribute to the higher acoustic back-
ground (material) noise observed in HY 180 compared to AI SI 4340. In
addition , the micros t ruc ture  may be expected to influence the magneto-
elastic character is t ics, the reby causing the dif ferent  magnetic perturbation
responses observed between the two mate rials. Verification of these
suggest ions requires  fur the r investigation into the effects of various micro-
s t ruc tures  on acoustic and magnetic properties.

2. Fractography

In this section, a brief comparison of fatigue c rack
initiation in the two materials AISI 4340 and HY 180 steel is presented.
Figure 19 shows the macroscopic fractog raphy of an AISI 4340 specimen (S5)
and a HY 180 specimen , each cycled at a peak stress of 180 ksi. The
specimens were cooled to -78°C by packing in dry ice and fractured using
a standard tensile machine. In the case of the AISI 4340 specimen (Figure 19a),
two fatigue cracks (ar rows)  coalesced during the fi nal stages of f racture.  It
is apparent tha t the two grew stably, independent of one another , as half-
penny shaped cracks.  The nuclei of the cracks are shown in Fi gure 20

• (arrows) and can be seen to be large (0. 001-in. -diameter) spherical
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F nonmetallic inclusions. Although not investigated , their chemical make up
is probably duplex, that is, calcium alurninate and aluminum oxide. (2)

Both inclusions, which  touched the surface, appear to have f ractured
during s t ress  cycling, although closer examination indicates that debonding
also took place.

Only a single fatigue crack was involved in the HY 180
f racture , as is seen in Figure l9b . This crack also grew as a half-penny,
but exhibited considerably more ductility at failure than was the case in
the AISI 4340 material; note the evident necking which occur red  about the
crack. Also , unlike AISI 4340 , the failure nucleus was not an inclusion but
rather a small pore (0. 0003-in, maximum dimension) which apparently was
just  barely open to the surface. The pore shown in Figure 21 was located
at the ori gin of the r iver marking s indicated by the a r row in Figure 21a.
No significant differences could be discerned throug h fractography in the
crack growth behavior of the two alloys.

3. Plastic Zone Size

To obtain best characterization of fati gue cracks , it is
important to know the distance over which it mi g ht be expected that the NDE
inspection probes would be affected by the plastic zones at the fati gue c rack
tips. Accordingly, the approximate crack-ti p plastic zone dimensions were
determined in an AISI 4340 steel specimen using the microhardness  approach.
Thi s techni que recently has been applied with apparent  success to both
maraging steel s and to austeniti c stainless steels. (10) Because of the hi gh
s t rength  of the forme r steels (which are similar to both AISI 4340 and HY 180
steels), the fati gue process induces cyclic softening within the plastic zone.
Softening is , the re fo re , what might be expected in the AISL 4340 and HY 180
steel specimens. The specimen selected for  thi s stud y was cycled at 130 ksi
and contained a 0. 050-in. -long crack such that the averag~~ stress  intensity
factor along the crack ti p had been approximately 43 ksi ,fT~~ The micro-

• hardness  profiles , obtained at depths of 0.00 1-in,  to 0. 002-in. , 0 .002-in,  to
0. 003-in. , and approximately 0. 010-in. , are summarized in Figures  22 ,

• 23, and 24.

Near the surface (Fi gure 22) the hardness readings i ndi-
cate fatigue hardening in both directions relative to the c rack plane. Parallel
to the crack plane the apparent plastic zone boundary lies at about 0. 010-in.
while perpendicular to the crack plane the boundary is about 0. 012-in, away.

Slig htly deepe r within the specimen a shift  in thi s trend is  observed. As
shown it. Figure 23 hardness readings normal to the crack plane from two
directions show in one case no chan ge at all (Fi gu re 23a) and in another case
a slight sof ten ing  ( F igure 23b) ; in the latter instanc e , the boundary lies at
about 0.010-in. Readings obtained parallel to the plane of the crack for this
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depth indicated essentially no change in hardness. Finally, data obtained
at a depth of 0. 010-in. (Fi gur e 24) show that softening again occurred
normal to the crack plane but tha t no detectable plastic deformation has
taken place immediately ahead of the crack.

Based on these observations , the following pic ture  of
the plastic zone s in thi s specimen emerges.  Near the surface , the plastic
zone extend s about equally both in front  and to the side of the c rack. This —

is in agreement with the generally accepted notion of a plane s t ress  crack
ti p zone , as would be expected near the surface. ( 11) Deepe r in the speci-
men the c rack tip state of s t ress  shifts to plane strain and the plastic zone
shape is altered such that most of the strain field is accommodated above
and below the plane of the crack with littl e strain in front of the crack.

The plastic zone size r p can be described by( U)

(1)

whe re s1~ is a constant, AK the stress intensity range , and ~~ the y ield
stress .  According to theory ( 11) , under plane s t ress  conditi ons oL should
have a value rang ing f rom 0. 16 to 0. 2 wh ich  is in good agreement  with the
values of 0. 17 and 0. 21 obtained for  the near sur face  measurements .  Under
plane strain , the corresponding theoret ical  range in .& for  the direct ion

• perpendicular to the crack plane is 0.138 to 0 .15  which can be compared
with the expe rimental value obtained here  of s( 0. 24. In the direct ion
parallel to the crack , plane strain theory predicts  .( = 0. 035 to 0. 1,
whereas the experimental resul ts  is ~~~ 0.

The surface hardening and inter ior  softening observed is
surprising and has not been previously reported. No explanation for this
phenomena can be given at this time pending furt 1-~ r investi gati on on addi-
tional specimens. It is not obvious how merely chang ing the state of s tress
would affect  so profound a change.

D. Analyti cal Characterizat ion of Magnetic Leakage Field s
Associated with Fatigue Cracks

The relationship between the magnetic perturbation si gnal
cha racter is t ics  and the parameters characte rizing fati gue cracks implied
by the resul ts  presented in the previous section suggest that a mathematical
descri ption of the magneti c leakage field associated with a realistic surface
fati gue crack in a ferromagnet ic  steel would be extremely useful . Such a
model would provide a capability for  utilizing the detected magnetic signa-
tures  to infe r di rec t ly the crack geometry and the loading parameters .  

•• - - - - -5 ’ ~ •~~~•‘ •• • - 5 •~~ —-5
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Unfortunately, complete treatment of the problem for a real fatigue crack ,
taking into accow-it all factors  of recog nized significance , has not yet been
accomplished. There are three basic conditions that would appear to be
essential to an acceptable model : (1) the model must take into account , in
at least an approximate manne r , the known boundary conditions applying to
the magnetostatic field (as prescribed by Maxwell ’s equations) and the elastic
field (from the Navier equations); (2) the model must  treat a c rack of finite

• length , depth and crack opening displacement; (3) the model must take into
account the fact that the magnetic pe rmeabiLity of the material is appreciabl y
alte red by plastic deformation in the vicinity of the crack front .

In the absence of a more realistic mathematical model along
the lines of that described above , a preliminary analysis has been pub-
lished( 12) in te rms of a simple model which treats a crack as an infinitely
long surface slit of rectangular cross-section and supposes the magnetic
leakage field to arise solely from a uniform distribution of magnetic charge
over the parallel faces of the crack , the charge being of opposite si gn on
opposing faces. Since th is  model meets only the f i r s t  of the aforementioned
three conditions of a fully acceptabl e model , the results  obtained using it
must  be in te rpre ted  with due caution.

In an attempt to take into account crack geometry,  the simpl e
model described in Ref . 12) has been modified in an approximate way to
apply to a surface flaw whose geometry is s hown in Figure 25. The crack
is assumed to be a half-penny shape with length 2c and depth at the center c.
It is open under the action of a remote static s tress ~~~~. The maximum

• - 
crack opening displacement is at x 0, y=O and for  a linearly elastic body is
given approximately by U3)

• - (2)

where I
ire

(3)

• -‘h) is Poisson’s ratio and E is Young ’s modulus.  The shape of the flaw on
the surface may be described approximately by two pa rabolic curves  inter-
secting at the crack ti ps (y -I-c) and separated by a distance 2~~ , the c rack
opening displacement at y=O. If the crack opening at any distance y along

• the crack is desi gnated by 2 C then

(4)
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Combining equations 2 and 4 results in

(5)

The depth of the crack , d , varies along the c rack leng th as

~~~~~~~~~~ (6)

Utilizing thi s approach the model described in Ref. 12 can be
extended to allow computation of H~ , the component of magneti c leakage
flux normal to the specimen surface for  a surface flaw. Typical curves of
the leakage flux as a function of distanc e along the crack inte rface as pre-
dicted by thi s model are shaped as the one shown in Figure 26 and ag ree in
a qualitative sense with experimentally determined curves .  In attempting
to correlate predictions of the mod el quantitatively wi th  experimental r e su l t s,
a discrepancy is found in the fact that the model predicts a vanishing leakage
field at the c rack tips , whereas experimentally the magneti c perturbation
signal is found to extend out to distances of up to half a crack length beyond
the crack tips (see Figure 5).

There are several possible reasons for this discrepancy.
For exam ple , the leakage flux may be expected to f r inge at the crack tips ,
an effect not accounted for in the two dimensional “ stri p theory ” approach
which assumes the leakage flux vector field lies entirely in the x-z planes.
It is almost certain that near the crack ti ps the magnetic flux is th ree-
dimensional in character and that a signal amplitude should exist beyond
the crack tips as observed experimentally. Another possible explanation
is that at the crack ti ps , intense zones of (plane s t ress )  plastic defo rma -
tion are created , cha racterized on the microscale by void nucleation and
coalescence and microc rack formation. These reg ion s of intense sli p and
dislocation may in themselves promot e flux leakage muc h as small surface
cracks do. Also , an actual crack under load has a finite crack tip radius
whereas the model assumes a zero radius. Finally, on a dimensional scale
of the order of the plastic zone , the magnetic permeability may be expected
to be changed si gnificantly due to intense plastic straining f rom the values
characterist ic of the bul k material . Thi s effect is also not accounted for  in
the present  model.

In an attempt to bring the analytical model into better confor-
mance with expe rimental result s , it was mod ified by including a “ process
zone ” so that a half-penny shaped crack of length 2 (c+ p) is considered whe re
p is the linear dimension of the process zone (see Figure  25). For purposes
of computation, the quantity p is taken to be the plastic zone size estimated

I
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from plane stress theory(14) as
1

where is the yield strength in simple tension. Utilizing thi s approach ,
predictions of the model for  magneti c leakage flux were  compared with
experimental data obtained from specimens of AISI 4340 steel and HY 180
steel having small surface cracks. Low field data from three  cracks
approximately 0. 03-in. , 0. 04-in. , and 0. 05-in, long were  examined , each
under five different  applied stress levels for both specimens.

Some of the results obtaine d with the model are shown in
Figur e 27 compared with experimental data . These results are for  a
0. 03-in. -long crack in AISI 4340 steel Specimen S5. Plotted in Figure 27
is the magnetic perturbation signal amplitude ve r sus  location along the
crack interface for  seve ral di f ferent  static s t ress  levels. In each case
the computed curve was fitted to the experimental data at y~~O. As can
be seen , the agreement between the model predict ions and the experimen-
tat data is reasonably good and the inclusion of a process zone correction
into the model hel ps to account for  the signal amplitud e observed beyond
the crack tip. Although the resul t s  shown here  are for a 0. 03-in, c rack
in an AISI 4340 steel specimen , similar resul ts  were  found for  othe r cases
considered , including those in HY 180 steel .

The analytical model described here comprises  a f i r s t  step
in developing a mathematical description of the magnetic leakage field

• 
- associated with a realistic surface fati gue c rack. The approach taken was

to incorporate geometrical parameters characte ristic of a half-penny shaped
crack into a model for  treating a crack of infinite extent . Althoug h certain
limited agreement with experimental results was obtained , to be useful  in
application to actual fati gue cracks , the model needs to take into account
directly the magnetic , elastic , and plastic properties of the mate rial in
addition to the geometrical considerations of the fati gue crack. Thus , for
a more complete mathematical descript ion, analytical efforts should be
directed towa rd magnetic fl ux leakage model for a surface crack of finite
width and depth and having a crack opening field consistent with that given
by elasticity and plasticity theory. In addition, the influence of plastic
deformation in the vicinity of the fatigue crack on the magnetic permeabi-
lity of the material must  be taken into account. It is hoped that future  work
directed along these line s will resul t  in the achievement of a more ri gorous
analytical model for  the magnetic leakage flux in term s of vhe magneto-
mechanical interactions in the fati gue c rack region.
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IV . CONCLUSIONS AND RECOMMENDATIONS

The following conclusions can be made based on the results discussed

- • 
in this report:

1. A comparison of surface wave ultrasonics and magnetic pe r-
turbation NDE responses obtained from AISI 4340 and HY 180 steel specimens
shows significant d i f ferences .

2. Because of greater  background noise , the smallest size geo-
metric discontinuity tha t can be detected in HY 180 using ultrasonic surface
waves is approximately 2 to 3 times the minimum size flaw that can be
detected in AISI 4340.

3. Cracks as long as 0. 026-in , in HY 180 require application of
load to produce a discernible ultrasoni c si gnature using conventional pulse
echo surface wave techniques , whereas , cracks of th is  length in AISI 4340
produce a prominent ultrasonic si gnature with no load applied to the speci-
men. With load applied , cracks as small as 0. 0037-in, can be detected
in AISI 4340.

4. Magnetic perturbation satellite si gnatures  are much more
prominent in HY 180 than in AISI 4340 which may be an aid to fatigue crack
detection.

5. Magnetic perturbation resul t s  on HY 180 indicate that earliest
crack detection in thi s material is obtained under  high fl ux conditions , and
significant enhancement of detection is obtained by applying load. This may
have important implications for guidance of future Air Force inspection
method s.

6. Once a crack is opened by applied load , the magnetic pertur-
bation signal amplitude at the center of the c rack is linearly related to the
COD. Since magnetic field anal ysis predicts  that the magnetic perturbation
signal amplitude is a linearly increasing function of void vol ume, these
resul ts  imply that the volume between the crack interfaces is a linear func-
tion of COD.

7. The change in magnetic perturbation signal amplitude at the
crack center  with load may be interpreted in terms of inclusion contribu-
tions and crack closure . Experiments pe rformed on a specimen cycled at
a peak s t ress  level near yield indicated that the general pattern of signal
change at different positions along the crack interface may imply a small
closure  effect .  Howeve r , it is also likely that the severel y worked plastic
zones around the c rack in the specimen investigated will inf luence the
magnetic pe rturbation si gnals. 
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8. Results obtained on seve ral specimens indicate that for fati gue
• c racks , the magnetic perturba tion signal peak separation varies with c rack

length in a nonlinear fashion. The behavior of the peak separation for
fati gue c racks may be associated with plastic zones. This hypothesis is
corroborated by the result that the peak sepa ration is less for scans near
the crack center than those near the ti ps where the s tress zones are larger ,
and the peak separation near the crack tip varies considerably with crack
length.

Recommendations for fu r the r  research follow:

1. Further  explore the possible relationship between the magnetic
perturbation signal peak separation and plastic zones around fatigue cracks.

2. Pe rform comprehensive NDE investigation of specimens
fabricated from AF 1410 steel (which  is a hig her f rac tu re  toug hness ve r sion
of HY 180) to determine parameters suitable for effective defect charac-
ter izat ion.  Compare responses of AF 1410 with AISI 4340 and HY 180 steel
to provide guidance for fu tu re  NDE inspection of AF 1410 components based
on modif y ing procedures  current ly used for  AISI 4340.

3. Continue development of a refined and comprehensive mathe-
matical model relating the flux leakage field produced by a t rue fatigue
crack to parameters needed for  determination of c rack criticality by f r ac tu re
mechanics analysis .  Such a model should take into account the magnetic ,
elastic , and plastic properties of the material.

4. Perform investigations on Ti-6A1-4V and superaLloys to
determine the parameters for effective defect characterization using s t ress
enhanced surface wave ultrasonics, electric cu r r en t  injection , and AC
four-contact  electric probe method s .

5. Develop the NDE method s cited in No. 4 above for  application
to specifi c inspection problems , such as , cracks around fastener holes ,
cracks in fan blades , and c racks in turbine disks.

6. Conduct experimental and analy tical effort  to explore the
potential of portraying defects using video display s reconstructed f rom
character is t ic  fea tures  of magnetic perturbation si gnatures , and possibly
electr ic  cur ren t  injection and AC four-contact electric probe si gnatures.  

_  _  
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1. Magnetic Perturbation

In the magnetic perturbation method, an electromagnet is used to
magnetize the specimen while the surface of the specimen is scanned with
a small magnetometer to detect minute perturbations in the magnetic leakage
field. Perturbations can be caused by defects in the specimen such as
inclusions, voids , cracks , localized residual stresses, chemical segregation ,
etc. The method is schematically illustrated in Figure B-i  for  the case of
an inclusion. In the present prog ram, magnetic perturbation inspection of
the specimen was accom plished by scanning the surface of the spe cimen with
a Hall-effect t ransducer  that t ransforms the magnetic per turbat ions  into
electrical signals which are then recorded. Recent improvements in Hall
probe design have made it possibl e to resolve heretofore unobservable
changes in magnetic signal characte ristics associated with fati gue crack
development in the vicinity of tiny mate rial inclusions. The magnetic per-
turbation method is particularly applicable to fatigue evaluation studies
because it is sensitive not only to actual discontinuities but also to local
s t resses  and/or  strains associated with developing fati gue cracks.

2. Ultrasonic Surface Wave s

In the ultrasonic surface wave method , wed ge-shaped t ransducers
attached to the specimen a re  used to propagate pulses of acoustical ene rgy
as surface waves along the specimen surfaces.  As the propagating pulse
of surface wave energy encounters a defect , such as a crac k with separated
interfaces, a portion of the energy is reflected back towa rd s the t ransducer ,
as illustrated schematicall y in Figure B-2 , where  it is received and displayed
on an oscilloscope trace as a signal or “echo” . When using thi s “ pulse echo”
method to monitor a specimen during s t ress  cycling, if an “ echo” or signal
which was not present initially appears on the oscilloscope trace , it is an
indication tha t a fatigue crack has developed. It has been substantiated in
previous work , that the fati gue crack must  have separated interfaces , that
is , it must be “open ” , in order for sufficient acoustic energy to be reflected
to make the crack detectable. The ultrasonic surface wave technique has
excellent resolution for  surfac e fatigue cracks in both ferromagneti c and
nonferromagnetic metal s and can be used to continuously monitor specimens
during stress cycling.

3. Barkhausen Noise Analysis

The Barkhausen noise analysis method involve s applications of a
controlled magnetic field sequence to the specimen which causes a rearrange-
ment of the magnetic domain structure.  The domain rearrangements occur
abruptly and the associated discrete changes in specimen magnetization induce
voltage pulses in a detection coil placed in proximity to the specimen. This
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approach is illustrated schematically in Figure B-3. The Barkhausen noise
is strongly influenced by various parameters of the specimen, in par t icular
the state of mechanical st ress , and therefore it can be used to determine
the residual stress around a fati gue crack. In experiments pe rformed on
fatigue specimens mounted in the Fatigue Testing Machine, the controlled
magnetic field sequence was applied with the same magnetizing coil used
for the magnetic perturbation experiments. The Barkhausen prob e was a
small inductive coil which could be mounted on a micrometer adjustment
fixture.

4. Electric Current  Injection

The electric current  injection method for investigating fati gue cracks
in nonferromagnetic metal s is analogous to the magnetic pe rturbation method
used for magnetic materials. Fi gure B-4 is a schematic illustration of the
method. A specimen is inspected utilizing this method by establi shing a
suitabl e current  flow in the specimen and detecting deviations in this  cur ren t
flow caused by material inhomogerieities , such as inclusion s, chemical
segregations, cracks , etc. The deviations in current  flow produce pertur-
bances in the associated magnetic field and these are  detected by a small
noncontacting magnetometer probe scanned ove r the specimen surface.
The signal output info rmation f r o m  the probe is an electrical voltage and
can be readily displayed on an oscilloscope or printed out on a stri p  chart
recorder.

5. AC Four-Contact Electric Probe

The AC four-contact electric prob e method is an electrical potential
approach whereby two oute r electrical contacts inject cur ren t  and two inne r
contacts sense the electric potential , as shown schematically in Figure B-5a.
The presence of a crack between the inner contacts causes a disrupt ion of
the electric potential due to the insulating barrier  formed by the c rack , as
shown in Figure B-5b. By compa ring the voltages measured at constant
cur ren t  on cracked and unc racked specimens, in princi ple , electric potential
theory can be used to precisely calculate the crack depth. In practice,
however , it has been found mo re convenient to calibrate the probe using a
reference flaw, i. e .,  a machined slot which simulates the antici pated crack
siz e, shape and location. The AC approach circumvents the difficulties
associated with the generation of the rmal emf’ s. encountered in the conven-
tional DC approach. Adequate penetration depth is obtained with the AC
method by using low frequency ( 100 Hz), and synchronous de tection is used
to discriminate against incoherent noise , resulting in much greater sensi-
tivity than can be obtained with th~ DC technique. This greate r sensitivity
pe rmits the use of very small drive currents , on the order of 16 ma.

- 
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FIGURE B-5.OPERATION OF AC FOUR CONTACT ELECTRIC PROBE
(a) ON UNCRACLED AND (b) ON CRACKED MATERIAL. The
cur ren t  contacts I i and ‘D are  dr iven by a cu r ren t  generator .
The signal from the voltage contacts V 1 and V 2 is ampl ified
and synchronously detected.
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1. AISI 4340 Steel Specimens

Tensile fatigue specimens of AISI 4340 steel were roug h-machined
to shape from one-inch diameter bar stock which had been austenitized at
1525°F for two hours , oil-quenched , and air tempered for four hours at
975oF. Hardness readings resulting from thi s heat treatment were in the
range 35-37 Rc. Final machining (grinding) and polishing operations

- 
- followed. All specimens were hand polished using suc cessively fine r

carborundum and emergy papers , ending with No. 4/0 , followed by final
polishi ng with 0. s- !’ alumia. The specimen configuration is shown in
Figure C- i .

The average mechanical properties of the specimen materials
obtained from specimen tests are summarized in Tabl e C-i.

TABLE C-i

AVERAGE MECHA NICAL PROPERTIES OF
AISI 4340 SPECIMEN MATERIAL

Ultimate tensile strength 194 , 000 ksi
0. 2% tensile yield strength 183 , 000 ksi
Elastic modulus 35 x 10 6 psi
% elongation at f rac ture  14. 3
% reduction in area at fracture 48. 5

2. HY 180 Steel Specimens

Tensile fati gue specimens of HY 180 steel were  roug h-machined
to shape from 1.7-inch thick plate stocic obtained from General Dynamics
Convair Aerospace Division in Fort Worth, Texas. The heat number
indicated on the mate rial was HT C5 Z200 . Heat treatment , putting the
plate mate rial int o the solution-treated and aged condition had been per-
formed by U. S. Steel according to the following schedule:

Initial austenizing 1650°F for 60 minutes
Final austenizing 1500°F for 60 minutes
A ging 950°F for 8 hours

The material was water quenched after each heat treatment. Composition
in weight percent as given by U. S. Steel is:

C 0.12 S 0. 003
Mn 0. 13 Si 0 .07
P 0. 007 Ni 9. 93
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Cr 2. 00 Al 0.017
Mo 0. 99 N 75 PPM
Co 7 .76  0 25 PPM
Ti 0. 01

Hardness readings made at SwRI on the machined fatigue specimens
• pr ior to f inish grinding indicated a Rockwell hardness of approximately 43 Rc.

Final grinding and polishing operations were pe rfo rmed in a manner similar
to the AISI 4340 specimens.

The average mechanical  properties as reported by General Dynamics
for  plate specimens are summarized in Tabl e C-il.

TABLE C-il

• AVERAGE MECHANICAL PROPERTIES OF
HY 180 SPECIMEN MATERIAL

Ultimate tensile strength 196 , 000 psi
0. 2% tensil e y ield strength 183 , 000 psi
% elongation 18. 0
% reduction in area 73.8

• 3. Tabulation of Fatigue Specimens

A tabulation of the fatigue specimens used in thi s program is given
in Table C-Ill.
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